






























































































































 

 

 

INSPECTION DEFECT REPORT 
Date of Inspection  3/3/2020  Report Number     SCCT-CR/30 

Client   Suez Canal Container 
Terminal (SCCT) 

Location  Port Said Eastern Port 

Identification Number   CR 30 Date of Next 
Inspection    
  

N/A 

Description: First Attempt of each 3-month visual checking and measuring of randomly chosen cracks located at 4 
RTG {Rubber Tire Gantry Crane} legs. As per SCCT request. 
 
Rubber Tire Gantry Crane S/N: CR30 
 

 Left Land Sea Side Leg {LLS}: 

 Crack No. (1): Length: 3.0 cm, Crack No. (2): 4.0 cm, Crack No. (3): 4.5 cm, Crack No. (4): 3.0 cm 
 

 Left Sea Side {LSS} 

 Crack No. (9): Length: 5.0 cm, Crack No. (10): 5.0 cm, Crack No. (11): 3.0 cm, Crack No. (12): 3.0 cm 
 

 Right Sea Side Leg {RSS}: 

 Crack No. (17): Length: 5.0 cm, Crack No. (18): 5.0 cm, Crack No. (19): 6.5 cm 
 

 Right Land Side {RLS} 

 Crack No. (23): 2.5 cm, Crack No. (24): 2.0 cm, Crack No. (25): 3.0 cm 
 

 
OBSERVATION 

Crack 
No.: Length (cm) Location Figure No.: CORRECTIVE ACTION 

1 3.0  {LLS} 1 As per SCCT Recommendations 

2 4.0 {LLS} 2 As per SCCT Recommendations 

3 4.5 {LLS} 3 As per SCCT Recommendations 

4 3.0 {LLS} 4 As per SCCT Recommendations 



 

9 5.0 {LSS} 9 As per SCCT Recommendations  

10 5.0 {LSS} 10 As per SCCT Recommendations  

11 3.0 {LSS} 11 As per SCCT Recommendations  

12 3.0 {LSS} 12 As per SCCT Recommendations  

      

17 5.0 {RSS} 17 As per SCCT Recommendations  

18 5.0 {RSS} 18 As per SCCT Recommendations  

19 6.5 {RSS} 19 As per SCCT Recommendations  

      

23 2.5 {RLS} 23 9 As per SCCT Recommendations 2.0 

24 2.0 {RLS} 24 As per SCCT Recommendations  

25 3.0 {RLS} 25 As per SCCT Recommendations  



 

 

 

 

 

 

 

 

 

 

          

 

 

 

 

 

 

 

 

Figure No. (1) Figure No. (2) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

   

 

 

 

 

 

 

 

 

 

Figure No. (3) Figure No. (4) 

 



 

 

 

 

 

 

 

 

 

 

          

 

 

 

 

 

 

 

 

Figure No. (9) Figure No. (10) 

 

 

 

 

 

 

 

 

 

 

          

 

 

 

 

 

 

 

 

Figure No. (11) Figure No. (12) 

 



 

 

 

 

 

 

 

 

 

 

          

 

 

 

 

 

 

 

 

Figure No. (17) Figure No. (18) 

 

 

 

 

 

 

 

 

 

 

          

 

 

 

 

 

 

 

 

Figure No. (19) Figure No. (23) 

 



 

 

 

 

 

 

 

 

 

 

          

 

 

 

 

 

 

 

 

Figure No. (24) Figure No. (25) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Inspector Name / Signature   
 

Kareem Mohsen 

Authorized Name / Signature  
 

Mohamed  Serafy 

Company Stamp   

 



 

 

 

INSPECTION DEFECT REPORT 
Date of Inspection  2/3/2020  Report Number     SCCT-CR/22 

Client   Suez Canal Container 
Terminal (SCCT) 

Location  Port Said Eastern Port 

Identification Number   CR 22 Date of Next 
Inspection    
  

N/A 

Description: First Attempt of each 3-month visual checking and measuring of randomly chosen cracks located at 4 
RTG {Rubber Tire Gantry Crane} legs. As per SCCT request. 
 
Rubber Tire Gantry Crane S/N: CR22 
 

 Right Sea Side Leg {RSS}: 

 Crack No. (1): Length: 3.0 cm 
 Right Land Side {RLS} 

 Crack No. (2): 4.0 cm 
 Left Land Side Leg {LLS}: 

 Crack No. (3):  3.0 cm 
 Left Sea Side {LSS} 

 Crack No. (4): 4.0 cm, Crack No. (5): 2.0 cm 
 

OBSERVATION 
Crack 
No.: Length (cm) Location Figure No.: CORRECTIVE ACTION 

1 3.0  {RSS} 1 As per SCCT Recommendations 

2 4.0 {RLS} 2 As per SCCT Recommendations 

3 3.0 {LLS} 3 As per SCCT Recommendations 

4 4.0 {LSS} 4 As per SCCT Recommendations 

5 2.0 {LSS} 5 As per SCCT Recommendations 



 

 

 

 

 

 

 

 

 

 

          

 

 

 

 

 

 

 

 

Figure No. (1) Figure No. (2) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

   

 

 

 

 

 

 

 

 

 

Figure No. (3) Figure No. (4) 



 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure No. (5) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Inspector Name / Signature   
 

Kareem Mohsen 

Authorized Name / Signature  
 

Mohamed  Serafy 

Company Stamp   

 



 

 

 

INSPECTION DEFECT REPORT 
Date of Inspection  9/3/2020  Report Number     SCCT-CR/26 

Client   Suez Canal Container 
Terminal (SCCT) 

Location  Port Said Eastern Port 

Identification Number   CR 26 Date of Next 
Inspection    
  

N/A 

Description: First Attempt of each 3-month visual checking and measuring of randomly chosen cracks located at 4 
RTG {Rubber Tire Gantry Crane} legs. As per SCCT request. 
 
Rubber Tire Gantry Crane S/N: CR26 
 

 Right Sea Side Leg {RSS}: 

 Crack No. (1): Length: 3.0 cm, Crack No. (2): Length: 2.5 cm 
 Right Land Side {RLS} 

 No similar Cracks found at the time of inspection. 
 Left Land Side Leg {LLS}: 

 No similar Cracks found at the time of inspection. 
 Left Sea Side {LSS} 

 Crack No. (3): 1.25 cm 

OBSERVATION 
Crack 
No.: Length (cm) Location Figure No.: CORRECTIVE ACTION 

1 3.0  {RSS} 1 As per SCCT Recommendations 

2 2.5 {RSS} 2 As per SCCT Recommendations 

3 1.25 {LSS} 3 As per SCCT Recommendations 



 

 

 

 

 

 

 

 

 

 

          

 

 

 

 

 

 

 

 

Figure No. (1) Figure No. (2) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure No. (3) 

 

 

 

 

Inspector Name / Signature   
 

Kareem Mohsen 

Authorized Name / Signature  
 

Mohamed  Serafy 

Company Stamp   

 










